JRK
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GALVANIZED LINE

At JRK Industries Pvt. Ltd,,
we follow a well-defined
and systematic process
to ensure superior quality,
durability, and customer
satisfaction in every
product we deliver.

QUALITY FOCUSED
Every step is designed
to ensure top-notch
quality and consistency.

ADVANCED PROCESS
Medem technology and
controlled processes for
better performance.

CUSTOMER COMMITMENT
We follow processes

that prioritize customer
satisfaction.

ENVIRONMENT RESPONSIBLE
Safe handiing of chemicals

and water for a cleaner

and greener tomorrow.
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JRK INDUSTRIES PVT. LTD.

Precision Engineering.

Reliable Solutions.

—— PROCESS FLOW DIAGRAM : GALVANIZED LINE ——

WIRE ROD / WIRE DRAWING

High quality wire rod is used and
processed through wire drawing.

RAW MATERIAL
Raw material in the form of
drawn wire / strip.

PAY OFF
Wire is unwound from the coil
for further processing.

HEATING ZONE (ANNEALING FURNACE)

Wire passes through the heating zone
(annealing furnace) to soften the material.

QUENCHING WATER

Heated wire is quenched in water
to achieve the required properties.

HCL BATH (CONC. MIN. 8%-18%)

Pickling in HCL bath to remove
scale and impurities.

RINSE WATER (pH 5-7)
Rinsing with water (pH 5-7) to
remove residual chemicals.

FLUX BATH (BAUME MIN. 6°)
TEMP. MIN. 50°C

Flux coating for better zinc adhesion
and surface protection.

HOT PLATE
Wire passes over the hot plate to
ensure uniform coating.

ZINC BATH TEMP. 458-465°C

Dipping in molten zinc bath for
uniform galvanization.

COOLING WITH WATER (PAD WIRING)

Cooled with water (pad wiring) to
stabilize the coating.

TAKE-UP (FINISHED COIL)

Galvanized wire is taken-up as
a finished coil.

% We just don’t draw wires, we draw customer satisfaction



